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SUBJECT:

Flammability test on "Insulflex" closed cell rubber insulation material submitted by
Insulflex Sdn Bhd on 5/10/93.

TESTED FOR:

Insulflex Sdn Bhd
69C Jalan SS 22/19 Damansara Jaya
47400 Petaling Jaya
Selangor Darul Ehsan
Malaysia

Attn: Ms Karen Chang

DESCRIPTION OF SAMPLE:

20 pieces of sample said to be "Insulflex" closed cell rubber insulation material, each
of nominal size of 125mm x 12.5mm x 12mm (average thickness) were received. The
density of the sample was found to be 127 kg/m3.

METHOD OF TEST:

Based on ASTM 0635-91

Standard test method for "Rate of burning and/or extent and time of burning of self-
supporting plastics in a horizontal position".
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