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Exhibit 1
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Testing Report

ProductDescription:NBR /PVC ElastomericFoam

Numberof SamplesSubmitted:20 I grade

Test Standardof Requirement:UL94,Fifth Edition,Last reviseddate June 02, 2006

Test Results:HF-l Rating

Comments:

Please see attached datasheet for the details.
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Jln Pll Kawasan District
Pemsahann Bangi

City, State, Zip Selangor Bandar Barn City, State, Taipei 112, Taiwan
Bangi 43650, Malaysia Zip

Contact: Mr. Sim Chee Wah Contact: Minglin
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